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Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404 g

B

Geochemical
Lab Report

BROHM MINING CORF,
MR. JIM RARRON
P.0. BOX 485

DEARWOODs SD
37732




Bondar-Clegg, Inc. hemical
12980 West Cedar Dr. Geoc
Lakewood, Colorado 80228 ; Lab Report

(303) 989-1404 _., -
) . BONDAR-CLEGG
REPORT: 098-1071 { COMFLETE ) | [ REFERENCE INFO: NONE LISTEDR
CLIENT: BROHM MINING CORF. SURMITTEDR BY: J. BARRON
FROJECT: NOME LISTER DATE PRINTED: 10-0CT-88
NUMRER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION HETHOR
1 Au Gold 53 0.002 OPT Fire Assioy
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMRER
I DRILL CORE 33 2 -150 33 fAssay Frep 53
Samrle Pickur i
REMARKS: FINAL RESULTS ARE REPORTED.
REPORT COPIES TO: MR. JIN RARRON INVOICE TO: MR. JINM BARRON

HR. JIN RARRON




Bondar-C . i
12980 Wa:eége'dzl:rw Dr. . Geochemical
Lakewood, Colorado 80228 Lab Report
(303) 9891404 , .
. BONDAR-CLEGG

REPORT! 098-1071 ] | PROJECT! NONE LISTED PAGE 1

SANPLE ELEMENT  Au SANPLE ELEMENT Ay

NUNBER UNITS  OFT NUNBER UNITS  OFT

12 R88-445-0-5 0,014 12 R88-445-200-205 0.011

D2 RBB-445-5-10 0,007 D2 R8B-445-205-210 0,012

D2 R88-445-10-15 0.005 D2 R88-445-210-215 0,007

D2 R8B-445-15-20 0,005 D2 RES-445-215-220 0,008

12 REB-445-20-25 0,005 N2 R88-445-220-22 0,004

D2 RBB-445-25-30 0,006 12 R8B-445-225-230 0,006

D2 R88-445-30-35 0,005 D2 RE8-445-230-235 0.012

D2 R8B-445-35-40 0,014 D2 R8B-445-235-210 0,012

12 R88-445-40-45 0,004 02 R88-445-240-245 0,006

D2 REB-445-45-50 0,004 D2 RBB-445-245-250 0,016

D2 R88-445-50-55 0,004 02 R88-445-250-255 40,002

D2 RBB-445-55-40 0,003 D2 RBB-445-255-260 0,004

D2 R8-445-40-45 0,005 12 R88-445-260-265 0,006

D2 RBB-445-65-70 0,005

D2 R88-445-70-75 0,004

12 R88-445-75-80 0,004

12 REB-445-80-85 0,00¢

D2 RBB-445-85-90 0,006

D2 RBB-445-90-95 0,005

D2 RBB-445-95-100 0,005

D2 R88-445-100-105 0,011

D2 RB8-445-105-110 0,009

D2 R88-443-110-115 0,003

D2 R8B-445-115-120 0,008

D2 R8B-445-120-125 0,008

D2 REB-445-125-130 0,005

D2 RE8-445-130-135 0,022~ "

D2 R88-445-135-140 0,037~ Lo @ 097

D2 R8E-445-140-145 0,024~ |

D2 RBB-445-145-150 -0,022 <

D2 R8B-445-150-155 0,012

D2 RBB-445-155-160 '

D2 R8B-445-160-145 0,012

12 RB8-445-165-170 .

D2 RBB-445-170-175 0,007

D2 REB-445-175-180 0004

D2 RBB-445-180-185 €0,002

D2 RBB-445-185-190 0,005

D2 R88-445-190-195 0,006

12 R8B-445-195-200 0,008




Bondar-Clegg, Inc.
12980 West Cedar Dr.
. Lakewood, Colorado 80228
. ' (303) 989-1404
. - - ‘
¥
Invoice + 12943 Page !
RROHN MINING CORF,
MR. JI¥ BARROH Date ¢ 12-0C7-88
F.0. BOX 485
DEAIKOOD, SD Rerort Mol 098-1071
§7732 Prodect ! NOME LISTED
Reference’ NOME LISTED
i /w i
U8T aneleies of Gold st ¢ £.50 8 344,50
Subtotal $ 344,50 & 344,50

Samrle Preraration

53 Sasrlec of Assay Prep at % 3,00 % 159.00
1 Samrle of Samrle Pickus st $12.00 ¢ 12,00
Suidotal £ 171,00 % 171.00
Miccellaneous Cherges
4% 8.0, STATE SALES TAX ] 4,72
2% DEADUOND CITY SALES TAX ] 2.3
Sulitotal 3 7.08 ¢ 7.08
Invoice Totel! $ 522.58 U.S.
4/ .\\
-~ Yy L& - 2¢ ‘

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED



Bondar-Clegg, Inc. .
12980 West Cedar Dr. L Geochemical
Lakewood, Colorado 80228 Lab Report

(303) 989-1404 o
- BONDAR-CLEGG

RROHM MINIMG CORE.
MR, JIM BARRON
PO BOX 485
DEADWOODs SN
57732




Bondar-Clegg, Inc. G ical
12980 West Cedar Dr. . - he
Lakewood, Colorado 80228 Lab Rep()l't
S BONDAR-CLEGG

REPORT: 098-1074 ( COMPLETE | | REFERENCE INFOY NONE LISTER

CLIENT: BROHM MINING CORP. SURKITTED BYD J. BARRON

FROJECT: NONE LISTER DATE PRINTED? 18-0CT-88

NUMBER OF LOMER
ORDER ELEKENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
I Au Gold 53 0,002 OFT Fire Assay

SAMPLE TYPES NUMBER

I DRILL CORE 53

SIZE FRACTIONS NUMRER SANFLE PREFARATIONS NUMRER

2 -130 33 fAscey Frep 29
Excessive Wetness 84%
Samrle Pickur 1

REMARKSY FINAL RESULTS ARE REFORTED.

REPORT COPIES TO! MR, JIM BARRONM

INVRICE 7O MR, JIM BARRON

1T DARROM
PO

MR
LAJA 2 2 92 S




Bondar-Clegg, Inc. 3
12980 West Cedar Dr. Geo‘:hemlcal
Lakewood, Colorado 80228 Lab Report
(303) 989-1404 . "
. : BONDAR-CLEGG

REFORT: 098-1074 T | FROJECT: NOME LISTER FAGE 1

SANFLE ELEMENT Au SAMPLE ELEMENT Au

NUMBER UNITS 0Py NUHRER UNITS  OFT

2 R88-445-245-270 0,014 2 RBR-445-445-470 0,028 —

D2 RE8-445-270-275 0,004 2 RBE-445-470-475 0,021 -

7 R88-445-275-28 0.013 12 RBE-445-475-480 0,019

12 RB88-445-280-285 0,004 [ RBB-445-480-485 020 —

7 R88-445-285-290 0,004 12 REE-445-485-4%0 0,024 -

7 RB8-445-290-295 0,007 12 RO8-445-490-495 0,014 -

12 RB8-445-295-100 0,012 [? RE8-445-495-500 0,032 - 7

D2 R88-445-300-305 0,010 02 RA8-445-500-505 0,018 5@ °

17 R88-445-305-310 0.013 2 R88-445-505-510 0,054 — 1°

12 RB8-445-310-315 0,012 12 RB8-445-510-515 0,042 _ /

[

12 R88-445-315-120 0,014 2 RBB-445-515-520 0,035 -

12 R88-445-320-325 0,012 12 RBA-445-520-525 0,024 .

D2 R88-445-325-130 0.007 [2 R88-445-525-510 0,059 (

02 R88-445-330-335 0,009 12 RBB-445-530-515 0,013

02 R88-445-335-340 0.014 2 RB8-445-535-540 0,010

12 RA88-445-340-345 0,008

12 R88-445-345-350 0,018

12 RB8-445-350-355 0,014

02 RB88-445-355-340 0,015

12 RB8-445-340-345 0,026 —

D2 REB-445-165-270 0,016

2 RB8-445-370-375 0.014

D2 R88-445-375-180 0,014

12 R88-445-180-385 0,035 — |

12 R88-445-185-390 8115 = ! g o 109

7 o
]

12 RE8-445-390-395 0,023 —

07 R88-445-395-400 0,026 —

D2 RB8-445-400-405 0,013

12 R88-445-405-410 0.012

12 R88-445-410-415 0,012

12 RB8-445-415-420 0,013 i

112 RBB-445-420-425 0,007 .f

D2 RBS-445-425-410 0,025~ |

12 RBE-445-430-415 0,039 —

D2 RB88-445-435-440 0,012 !

07 RE8-445-440-445 0,020 ~ |

12 R88-445-445-450 0,025 ~ ;

12 RBB-445-450-455 0,018 5 .

12 R8R-445-455-440 0,022 - ‘

12 RE8R-445-440-445 0,041 —
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BROHM MINING
MR. JIM BARRON
F.0. ROX 485
hEADWROR: SD

a7732

BC

Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

25-0CT-88

098-~1074
LISTEDR
LISTER

58 Aneluses

Samele FPreraration
P Samrles
849 Sazmrles

1 Samele

Miscellaneous
4% S.0,
2% DEADWOOD

Subtotal

aof Gold
Subtotal

of Excessive Wetness
of Samrle
Sutitotal

SALES TaXx
SALES TaX

e
Invoice
Date
Rerort HNo
Frodect
keference
at ¢ 6.50 ¢
$
Fres at ¢ 3.00 %
Fickupr at $12.00 ¢
$

Invoice Total?

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED
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"TITLE 16%l10-88 13:57:57 098-1071 J. BARRON 19/09/88"
"CLIENT BROHM MINING CORP. "

"PROJECT NONE LISTED #SAMPLES: 53 REFERENCE: NONE LISTED "
"SPECIAL VALUES"

" IS Insufficient Sample"

" -9 No Value Recorded"

" VYalues above the upper limit are shown as +uplimt"

" Yalues below the lower limit are shown as ~lolmt (ie not detected)"
"DETERMINATIONS"

" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"

" 91 Au FA OPT 53 ©.002 99.999 Results Reported "
"SAMPLE PREPS"

" 40 SAMPLE TYPE=D DRILL CORE "

" 41 P1l7= 53 Assay Prep "

" 42 P23= 1 Sample Pickup "

"REmAR5§ﬁ/~"”“’"“““‘*“‘\\\\\\E&

" 5@ FINAL RESULTS ARE REPORTED- "
”***K r—I_X_A—__"J

"FORMAT (A8,1IX,AL,AT,IX,A20,1(1X,A7,A1))"

"BEGIN " "Type" "Frac" "Sample ID" " Aut
"1e710001" “D" "2" "R88-445-0-5 " 2.014
“1@710002" "D" "2" "RB88-~445-5~10 " 2.009
"107106065" “D" "2" "RB8B~445-10~15 " 8.085
“l1@71@ev6'" "D" "2" "RBB~-445~15-20 " 8.005
“"1e7100907" "D" "2" "R88~445-20-25 " @.0025
"1e71009@88" “D" "2" "RB8~445-25-30 " 2.006
"l1@e71@é009" "D" "2" "RB88-445-306-35 " 9.005
“"i1e71i001e@" "D" "2" "R8B-445-35-40 " ®.014
"19710011" vD" "2" "R88~445-40-45 " 2.006
“1071@012" "D" "2" "RBB-445-45-50 " 2.004
"10710013" "p" "2" YRBBE-445-58~-565 " 2.004
"16710014" "D" "2" "RB8B~445-55-60 " 2.003
"1@710015" "D" “2" “"R88-445-60-65 " 9.085
“10710016" "D" "2" "RB88~445-65-780 " $.005
"ie71ee17" "D" "2" "R88-445-70-75 B @.004
"i1e71e0618" "p" "2" "R88~445~75~80 " 0.004
"1@710019" “D" "2" "R88-445-80~85 " B.206
"ie7i0020" "D" "2" "R88~445-85-90 " ®.006
“1e710021" D" "2" YR8B~-445-98-95 " 3.0685
“l1e71@022" "D" "2" "RB88-445-95-100 " @.005
“10710023" “D" "2" "R88-445-108~105 " 2.011
“1e7190024" "D" "2" "R8B~445-105-110 " 9.009
"1@e710@25" "p" "2" "R88-445-110-115 " .003
"10710@26" "D" "2" "R88-445~-115~120 " 2.008
"1@71@e027" "D" "2" "R88-~445-1206-125 " ®.005
"10710030" "D" "2" "RB8B8-445-125-~130 ! 2.005
“1¢710031" "Dp" "2" "R88-445-130-13% " ®.022 —
"ie710032" "D" "2" "R8B8-445-135~149 " 0.037—
"107106033" "p" "2" "R88~445-140-145 " 0.024—
"“18710@34" vp" n2" YRBB~445-145-~1580 " 9.022—
"107189035" “p» "2" "R8B8~445~158~-155 " ¢.612
"1@7106036" "p" "2" "R8B8~445-155~160 " ©.014
"106710037" "D" "2" "R8B-445-~160-165 " 2.0612
"1@710038" “p" "2" "R88-445-165~-170 " 9.011
"16710039" "p" "2" "R88-445-170-~175 " B.867
"i1e710040" "D" "2" “RB8~445-175-180 " 2.004
"1710041" "D" "2" "R88~445-1806-185 " -9.002
"1@710042" "D" "2" "RB88~445~185-190 " @.005
"16710043" "D" "2" "R88-445-190-195 " 0.086
"i@710044" "pD" M2" "R88-~445-195~200 " 2.008
"i1@e710045" "p" "2" "R88~-445-200-205 " 2.011
“i1@710046" "D" "2" "RBB~445-205-210 " @.912
“1@710047" “D" "2" "R88-445-210-215 " o.007

1710048 npv n2n NpRRL445-215~-220 " D.208



"“1e710049"
"10710050"
"1071805%%
“l1e710e52"
"10710055"
"l0710056"
“1g710057"
"107106058"
"1e710059"
IIENDII

nwpn
npn
npn
np
|/Dn
wp
" D "
npu
npn

" 2 n
I|2II
1" 2 "
Il\zll
(1] 2 "
Il2||
n 2 "
il 2 n
n 2 it

“R88-445-220~-225
"R88~-445-225-230
"R88~445~-230~-235
"RB8~-445~-235~-240
"R88-445-240~-245
"RB8B8~445~245-250
"R88~445~260~255
"R8B~445-256~-260
"R88-445-260~-265

0.004
®.006
®.013
%.012
0.006
©.016
~-0.002
0.004
0.006



"TITLE 18-10-88 ~11:43:11 088-1074
"CLIENT BROHM MINING CORP.

"PROJECT NONE LISTED

"SPECIAL VALUES"
" IS Insufficient Sample"

" ~-9 No Value Recorded"

" Values above the upper limit are
" Yalues below the lower limit are
"DETERMINATIONS"
" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT

"8l Au

Fa

"SAMPLE PREPS"

" 40 SAMPLE TYPE=D

" 41 Pl7=
" 42 Péi=
" 43 P23=
"REMARKS"

55

849

1

#SAMPLES:

oPT

DRILL CORE
fhssay Prep

J. BARRON

55 REFERENCE:

shown as
shown as

Excessive Welness

Sample Pic

" 5@ FINAL RESULTS ARE REPORTED.

% o % % 1T

kup

"FORMAT (A8,1X,AL,AL,1X,A20,1(1X,A7,A0))"

"BEGIN "
“"1@740001"
“l1e740002"
"18740003"
"1e740004"
"10740005"
"10740008"
"10740009"
“1@740010"
"l1@740011"
"i19740012"
"10740013"
“"1¢740014"
“l1e7400615"
"10740016"
“18746017"
"18740018"
"19740019"
"10740020"
"19740621"
19740022
"12740023"
"i1e740624"
"1g748025"
"190740026"
“"19740027"
"i1e740028"
"197406029"
"1074003@"
"1867406033"
"10740034"
"18740035"
"197400386"
"ie740037"
"10740938"
"1@740039"
"10740040"
16746041
"10740042"
“"10740043"
"10740044"

"18740045"
WA BRTAMBRMAEN

IITypell

I|DII
|ID|I
HDH
IIDH
lIDll
HDII
llDII
IIDII
|IDII
IIDH
||DII
npo
IIDII
IIDII
IIDII
IIDII
IlDll
IIDII
HDll
IIDII
IIDII
llDll
IIDII
npw
IIDH
IIDII
IIDH
IIDII
IIDII
IIDII
IIDIl
IIDII
IIDH
IIDII
||DII
IIDII
IIDH
I|DI|
IIDH
IIDII
IIDII
neyn

556 9.002 99.999

20/09/88"

NONE LISTED "

+uplimt”
-lolmt (le not detected)"
COMMENTS"

Results Reported "

Aull
.914
.006
.013
.006
.006
.007
.012
.019
.013
.012
.014
.012
L0087
.089
.014
.098
.918
.8014
.015
026 —
016
.016
. 914

280- 40
2o’

.035—
21156 —
023 —
026 —

.213
012
.012
.813
017

"Frac" "Sample ID"
"2" "R88-445~265-270
"2'" "R88-445-270-275
"2" "R88~445-275~280
2" "R88-445~-280-285
“2" "RBB~445-285-290
"2" "R88~445-290-295
"2 "R88~445-295-300
"2" "R8B~-445-300~305
“2" "RB88~-445-305~310
2"t "R88~445~-310~315
"2" "R8B~445~-315-320
"2" "R88-445-320-325
"2" "R88~-445-325-330
"2" "R88~445-330-335
"2'" "R8B8-445-335-340
"2" "R88~445-340-345
"2 "RB88~-445-345-350
"2t "R8B-445-360~355
"2t "R88~-445-355-360
"2t "R88~445-360-365
"2" "RB8-445-365~370
"2" "R88~445-370~375
"2" "R88-~445-375~380
"2'" "RB88~445-380~-385
"2" "R88-445-385~-390
"2" "R88~-445-390-395
"2" "R8B-445~-395-400
"2" "R88-445~-400-405
"2" "R8B-445-405-410
"2 "R88B8-445-410-415
"2 "R88-445-415~420
" "R88-~-445-420-425
"t2" "R8B-445-425-430
"2" "RB8~445~430-435
"2 "R88~445-435-449
"2" "RB88-445-440~445
“2" "RB88~445~445-450
"2" "R88~445~-450-455
"2" "R8B8~445~455-460
"2" "R88-445-460~-465
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